CHENG MAO PRECISION
SEALING CO.,LTD.
INSPECTION REPORT

SEALING MAMNUFACTURER

IATF 16949

QANO : QA26514015 DATE :
Customer No : A046 P/O NO :
Material : NBR 70/BLACK P/N NO :
TCS No : P16132 Dimension :
Marking :

Sampling Plans : TCS-2
Sampling : 10 AC:

Appearance : V' Crack

2026/05/14
PFTCS0226
TCR 20*30*7

Batch No :

TCR 20*30*7
TCS TCR 20307 => #

0 RE :

vV Flow [V Bur

Quantity : 20

Judgment : Accepte

C026420003 4

 [2026/05/14] "
%, PASS &

ECISION S

Inspector : May

Supervisor : Nina

No Insp. ltems Standard Valus Upper limit | Lower limit | Measuring Equipment
1 ID(1) 18.60 +0.20 -0.20  MicroVu
2 |0OD(1) 30.00 +0.30 +0.15  MicroVu
3 |H(1) 7.00 +0.20 -0.20  (caliper
4  Dustlip (1) 19.60 +0.30 -0.30  MicroVu
Sample No 1-1D(1) 2-0D(1) 3-H(1) 4 - Dust lip (1)

1 18.63 30.24 6.99 19.72

2 18.63 30.24 6.90 19.72

3 18.63 30.25 6.96 19.73

4 18.65 30.25 6.92 19.73

5 18.66 30.25 6.98 19.73

6 18.64 30.25 6.95 19.73

7 18.63 30.24 6.95 19.73

8 18.64 30.25 6.94 19.73

9 18.64 30.25 6.92 19.73

10 18.64 30.24 6.98 19.73

We,hereby,certify,that all parts and/or materials included in this part have been manufactured,

processed,inspected,tested and found to be in compliance with all applicable requirements.
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